ReaderTT.config = {"pagecount":8,"title":"Segregation and clustering of solutes at grain boundaries in Mgâ\u20ac\u201crare earth solid solutions","author":"M. Bugnet","subject":"ACTA MATERIALIA, 79 (2014) 66-73. doi:10.1016/j.actamat.2014.06.004","keywords":"","creator":"Elsevier","producer":"Acrobat Distiller 8.0.0 (Windows)","creationdate":"D:20140807094551+05'30'","moddate":"D:20140807095005+05'30'","trapped":"False","fileName":"document.pdf","bounds":[[909,1212],[909,1212],[909,1212],[909,1212],[909,1212],[909,1212],[909,1212],[909,1212]],"bookmarks":[{"title":"Segregation and clustering of solutes at grain boundaries in Mg\u2013rare earth solid solutions","page":1,"zoom":"FitR 0 1213 910 1213","children":[{"title":"1 Introduction","page":1,"zoom":"FitR 0 948 867 948"},{"title":"2 Experimental","page":2,"zoom":"FitR 0 702 883 702"},{"title":"3 Results and discussion","page":2,"zoom":"FitR 44 592 910 592"},{"title":"4 Conclusions","page":7,"zoom":"FitR 29 1012 910 1012"},{"title":"Acknowledgements","page":7,"zoom":"FitR 29 721 910 721"},{"title":"References","page":8,"zoom":"FitR 0 1213 883 1213"}]}],"thumbnailType":"jpg","pageType":"html","pageLabels":["66","67","68","69","70","71","72","73"]};
